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PROTECTIVE COATINGS FOR MAINTENANCE
OVERCOATING OF STEEL BRIDGES
[SMM Material Code, Primer (9999M00200), Intermediate (9999M00220), and Topcoat (9999M00210)]

PRODUCT
SOURCE voc
CODE PRODUCT Ib/gal g/L | SOURCE
7907 Zero-Rust Primer 34 412 | Amteco
Zero-Rust Primer 34 412 | P.0O.Box9
SA-3 Topcoat 2.9 347 | 1100 Jefferson Street
Pacific, MO 63069
SMM: APS00010030
7902 Rustbond Epoxy Penetrating Sealer 0.8 85 | Carboline Company
Carbomastic 15 Epoxy Mastic 0.8 88 | 2150 Schuetz Road
Carbocrylic 3359 Waterborne Topcoat 1.1 132 | St. Louis, MO 63141
SMM: APS00003860
7903 Preprime 167 Epoxy Penetrating 1.8 204 | ICI Devoe Coatings
Sealer 1900 Josey Lane North
Bar-Rust 239 Epoxy Mastic 2.0 119 | Carrollton, TX 75006
Devthane 379 Urethane Topcoat 2.6 311 | SMM: APS00004860
7910 Amerlock 400AL Epoxy Mastic 1.0 120 | PPG Protective & Marine Coatings
Amerlock 400AL Epoxy Mastic 1.0 120 | 11605 Vimy Ridge Road
Alexander, AR 72002
SMM: APS0010000
7904 Noxyde Waterbased Primer/Topcoat 0.05 5 Rustoleum
Noxyde Waterbased Primer/Topcoat 0.04 5 11 Hawthorn Parkway
Vernon Hills, IL 60061
SMM: APS00002300
7908 Corothane | Mio-Aluminum MCU 2.8 340 | Sherwin Williams Company
Primer 6795 South Main Street
Corothane | Mio-Aluminum MCU 2.8 340 | Morrow, GA 30260
Primer SMM: APS00010040
7909 Rust Grip MCU Primer 3.5 414 | Superior Products International
Rust Grip MCU Primer 3.5 414 | 10835 W. 78" Street

Shawnee, KS 66214
SMM: APS00010020
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REFERENCE:

DOTD Special Provisions, Subsection 811, Painting and Protective Coatings
DOTD Special Provisions, Subsection 1008

NOTE:

The Department may require a compatibility test with the existing system to be overcoated prior to application. All
material, regardless of prior approval, shall be sampled in accordance with the requirements of the Department and
tested for conformance to the original specification. Any deviation in composition or performance from the original
sample submitted may result in removal of the product from the qualified list.

No information contained in this list is to be used for promotional purposes.
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